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Moisture Content, ASTM D2216

MAXIM Technolgies, Inc.	 Client: Eberline
1908 Innerbelt Business Center Drive
St. Louis, MO 63114-5700

	
Date: 1/10/02

314-426-0880

Project Number:
	

9905093
	

File: MCI-02 SDG #H1641
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B. Lindenbusch
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0112002-001 B131713 1 11.66 43.66 37.89 22.0
0112002-002 B13F21 2 12.08 57.65 50.41 18.9



Maxim Technologies, Inc.

Bulk Density, ASTM D2937

Project #: 9905093	 Client: Eberline
Performed by: B. Lindenbusch 	 Date: 1/10/02

File: BD1-02 SDG #H1641
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B13F13 6.00 3.90 1977 628 13.6 0.042 2.971 71.5 63.0
873F21 5.95 3.90 2800 666 13.2 0.041 4.700 114.1 100.8
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